
Magris Talcs for Plastics

Canada  
Sourced Products Applications

Median Particle  
Size Sedigraph  

μ
Top Size 
Hegman

Y 
Brightness

Compacted, 
Treated, 
Powder

JetWhite® 3CW Interior & Exterior TPO 1.3 7.5 (~6.25 microns) 91 C, T

JetFil® 3CW Interior & Exterior TPO 1.3 7.5  (~6.25 microns) 85 C,T

JetWhite® 575C Color Sensitive Applications 3.0 5.75 (~28.13 microns) 89 C

JetFil® 3CC Improved Scratch - TPO/PP 0.9 7.5 (~6.25 microns) 88 C

JetFil® 700C Exterior TPO 1.5 7.0 (~12.5 microns) 88 C

JetFil® 625C Exterior TPO 2.2 6.5 (~18.75 microns) 88 C

JetFil® 575P / JetFil® 575C General PP & PVC Applications 3.4 5.75 (~28.13 microns) 87 P/C

JetFil® P500 Appliances 4.5 5.0 (~37.5 microns) 85 P

JetFil® P350 General Purpose 7.5 4.25 (~46.88 microns) 84 P

JetFil® T590 Packaging, UTH* 4.5 5.0 (~37.5 microns) 83 P

JetFil® T490 Packaging, UTH* 5.5 4.5 (~43.75 microns) 81 P

JetFil® T390 Under the hood (UTH) 7.5 4.25 (~46.88 microns) 81 P

JetFil® T290 UTH*, WPC** 8.5 3.0 (~62.5 microns) 78 P

Houston  
Production Grades Applications

Median Particle  
Size Sedigraph  

μ
Top Size 
Hegman

Y 
Brightness

Compacted, 
Treated, 
Powder

Cimpact® 710HS TPO - Odor Sensitive/Heat Aging 1.8 7.0 (~12.5 microns) 93*** C,T

Cimpact® 710C / 710D Interior TPO 1.8 7.0 (~12.5 microns) 93*** C/P(densified)

Cimpact® 650C / 650D Exterior TPO 2.2 6.5 (~18.75 microns) 92*** C/P(densified)

Cimpact® 610C / 610D Exterior TPO 3.2 6.0 (~25.0 microns) 91*** C/P(densified)

Cimpact® 550C / 550D Appliances 3.4 5.75 (~28.13 microns) 88*** C/P(densified

JetFil® 3CHE Exterior TPO 1.2 7.5 (~6.25 microns) 82 C

JetFil® T1H Exterior TPO 1.8 7.0 (~12.5 microns) 80 C

JetFil® T1HB Interior TPO 1.8 7.0 (~12.5 microns) 89 C

JetWhite® 8230 Appliances 10 4.0 (~50.0 microns) 92*** P

JetWhite® 3CH Interior and Exterior TPO 1.2 7.5 (~6.25 microns) 94 C,T

JetWhite® 1H/HC Series Nucleation 1.1 7.5 (~6.25 microns) 90 P/C

JetWhite® 6H/HC Series Nucleation 2.4 6.0 (~25.0 microns) 91 P/C

JetWhite® 4H Series General Purpose 5.7 4.0 (~50.0 microns) 90 P

JetWhite® 2H Series General Purpose 11 2.0 (~75.0 microns) 87 P

JetWhite® R7 PC/ABS 1.8 7.0 (~12.5 microns) 91*** C,T

Mistroblock® 6H/6HT/6HTC Series Antiblock 2.4 6.0 (~25.0 microns) 91 P/C/C,T

Mistroblock® H/HT/HTC Series Antiblock 3.5 5.75 (~28.13 microns) 90 P/C/C,T

Stellar® 510 Appliances 5 5.5 (~31.5 microns) 88*** P

Stellar® 420 Appliances 12 4.0 (~50.0 microns) 87*** P

* Under the hood

** Wood Plastic Composites

*** Brightness measurements in GEB



Magris Talcs for Plastics

About Magris Talc
Magris Talc is one of the world’s leading talc producers, supplying around 15 percent of world demand from our mines and processing plants in Canada 
and the United States. We are the acknowledged leaders in product quality, supply reliability and technical support — the services that create value for our 
customers and set us apart from competitors. 
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Montana  
Sourced Products Applications Median Particle Size 

Sedigraph μ
Top Size 
Hegman

Y 
Brightness

Compacted, 
Treated, 
Powder

Cimpact® 699 Nucleation External TPO 1.5 7 (~12.5 microns) 88 P

Nicron® 665 Nucleation 1.2 6.5 (~18.75 microns) 87*** P

JetFil® M625C Exterior TPO 1.3 6.5 (~18.75 microns) 87*** C, T

Nicron® 674 DT2 / Nicron® 674C Exterior TPO, Polyamides 1.9 7.0 (~12.5 microns) 87*** P(densified)/C

JetFil® M700DT2 Interior & Exterior TPO 1.9 7 (~12.5 microns) 83 P(densified)

JetFil® M700 / JetFil® M700C Exterior TPO 1.9 7.0 (~12.5 microns) 83 P/C

JetFil® M600 / JetFil® M600C Exterior TPO 2.3 6.0 (~25.0 microns) 83 P/C

JetFil® M450C Appliances, General purpose 3.8 4.5 (~43.7 microns) 78 C

JetFil® M400 General Purpose, PVC 4.7 4.0 (~50.0 microns) 81 P

JetFil® M300 General Purpose 7.5 3.0 (~62.5 microns) 79 P

Mistroblock® 6MT/6MTC Antiblock 1.9 6 (~25.0 microns) 87 P,T/C,T

MistroFoam™ Foam Nucleation 2.2 5.5 (~31.5 microns) 82 P,T

Mistron® Vapor Nucleation Foaming 3.5 5.6 (~30 microns) 87 P

Mistron® Vapor RE Foaming, Nucleation 2.2 5.5 (~31.5 microns) 80 P

Mistron® ZSC Foam Nucleation 2 6.0 (~25.0 microns) 87*** P,T

Mistron® NT / Mistron® NTC Antiblock 3.5 5.75 (~28.13 microns) 85 P,T/C,T

Mistron® 400C / 400CT Antiblock 4 5.5 (~31.5 microns) 88 P/P,T

Mistron® 100C Appliances/General purpose 3.5 5.0 (~37.5 microns) 83 C

Mistron® 100DT2 Appliances/General purpose 3.5 5.0 (~37.5 microns) 82 P(densified)

Nicron® 604 PVC Sheet, Antiblock 2.3 6.0 (~25.0 microns) 85*** P

Silverline® 002 WPC** 9 3.0 (~62.5 microns) 78*** P

Silverline® 303 WPC** 6.1 3.0 (~62.5 microns) 78*** P

Vermont  
Sourced Products Applications Median Particle Size 

Sedigraph μ
Top Size 
Hegman

Y 
Brightness

Compacted, 
Treated, 
Powder

JetFil® V625C Exterior TPO 2.2 6.25 (~21.88 microns) 84 C, T

JetFil® V575C General PP, PVC 3.3 5.0 (~37.5 microns) 82 C

Vertal® AF General purpose, Construction 60-85% passing on an 
Alpine Jet Sieve, 325 Mesh

(~44 microns) 70 P

 

Specialty, High Aspect Ratio 
Grades Applications Median Particle 

Size Sedigraph μ
Top Size 
Hegman

GEB 
Brightness

Compacted, 
Treated, 
Powder

HYPERPLATE® T77 Exterior TPO, Polyamides, FR† 2 5.25 (~34.63 microns) 79 P

HYPERPLATE® H92 Exterior TPO, Color Sensitive, Polyamides, FR† 2 5.25 (~34.63 microns) 92 P

Mistron® HYPERPLATE® Exterior TPO, Polyamides, FR,† 1.1 6.5 (~18.75 microns) 80 P

Mistron® HYPERPLATE® D Exterior TPO, Polyamides, FR† 1.3 6.75 (~12.5 microns) 87 P

Mistron® HYPERPLATE® Ultra Tire Inner Liners, Fuel and Hydraulic Hose 1.5  6.5 (~10 microns) 80 P

* Under the hood ** Wood Plastic Composites *** Brightness measurements in GEB † Flame Retardancy


